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Hypalon® Rubber Sheeting Material Datasheet

Product Code: RC0O373

Technical Specification

Specification Test Method

Compound - Hypalon (chlorosulfonated polyethylene)
‘ Hardness (Shore A) ASTM D2240 ‘ 65° +5°

Density (Specific Gravity) ASTM D297 1.40g/cm?
‘ Tensile Strength ASTM D412 ‘ 1425 PSI

Elongation at Break ASTM D412 350%
‘ Compression Set (24hrs @ 70°C) | ASTM D395 METHOD B ‘ 4,0%

Tear Resistance ASTM D624 140 Ibs/inch
‘ Polymer Content - ‘ 100%

Opertating Temperature Range Internal -30°Cup to +180°C
‘ Colour - ‘ Black

Heat Ageing (72hrs @ 70°()
‘ Chage in Shore Hardness | ASTM D573 ‘ +3° (max)

Change in Tensile Strength | ASTM D573 +10/ -10%

Change in Elongation at Break ASTM D573 +10/ -10%

Volume Swell (72hrs @ 70°C)
 ASTM 0l NO.1 ASTM D 471 +10%

ASTM Oil NO.2 ASTM D 471 +18%
ASTM 0il NO.3 ASTM D 471 +25%

Chemical Resistance

‘ Ozone ASTM D 1149 ‘ Excellent
Dilute Acids and Bases ASTM D 1149 Excellent
‘ Concentrated Acids and Bases ASTM D 1149 ‘ Good
Qils ASTM D 1149 Good
‘ Solvents | ASTM D 1149 ‘ Fair
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